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ABSTRACT 

The objective of specifying and deriving the elements of an equation for the 
analytical solution of waveguide window design problems has been met.    By programming 
this equation and using dimension parameters as variables, a computer can be used to 
greatly speed up window design. 

Two types of windows have been programmed and successfully computed.    The 
block ceramic window, using dual-symmetric,  inductive iris broadbanding techniques, 
has been computed for several cases and the results have been shown to be almost 
exact when compared to measured data.    The thin disc type of window, either single 
or double disc dielectric cooled, has also been programmed.    Comparisons of com- 
puted and measured results also show a very close correlation, but it is not so exact 
as for the block window.    It is felt that the variations are due to propagation of high 
order modes and perhaps errors in the measured input data required in the latter 
solution. 

The highest power attained to date on this study program was transmitted 
through a single disc,  zero degree cut sapphire window.    At a maximum ring circulat- 
ing power of 275 kilowatts cw,  the sapphire was tested for several hours without damage 
to, or failure of the window.    The window was pressurized on both sides with approxi- 
mately 35 psi of dry nitrogen gas.    The metal-to-sapphire seal developed a small leak 
during the last test of the quarter after use in all of the windowtron tests. 

Two identical double disc air cooled windows were tested to failure, which 
occurred in both cases at 100 kilowatts cw.    The first failure was with pressurized 
nitrogen on both window faces and the second with a 10"    Torr vacuum on one face. 
These failures were obviously caused by extremely high temperatures in the ceramic. 

One FC75 fluid cooled window failed at 90 kilowatts cw which is half the power 
transmitted through a similar window during the second quarter.    Power dissipation 
was also very much higher. 

During the concluding test of the quarter a beryllium oxide half wavelength 
block window was tested to 170 kilowatts in the windowtron,  at which point the vacuum 
was lost due to the leak in the sapphire window seal.    Testing of this assembly will be 
resumed with a new windowtron. 

This report also discusses cold test results on several windows which will be 
tested during the remaining quarter of this program. 
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SECTION I 

OBJECTIVES OF PROGRAM 

1-1.       INTRODUCTION 

This report is the fourth of four quarterly technical notes to be supplied to 
Rome Air Development Center,  Griffiss Air Force Base,  New York,  by Varian Associates 
of Palo Alto,   California, under United States Air Force Contract Number AF 30(602)-2844. 
At the end of the next quarter a final technical report will be prepared to conclude the 
program.    This contract was awarded 6 July,   1962 in accordance with RADC Exhibit "A, " 
dated 29 December 1961,  and is entitled "High Power R-F Window Study. " 

1-2.       OBJECTIVES 

A. Primary 

The objectives of the High Power R-F Window Study are to conduct theoretical 
and experimental investigations of methods for improving the average power transmission 
capabilities of high average power microwave tube windows.    The ultimate objective is 
to design and test an X-band window to 250 kilowatts of c-w power.    It is desirable that 
this window have a VSWR of less than 1. 2 over a band of 25 per cent. 

The general outline for this program included an investigation of various 
solid dielectrics and their adaptability and desirability for use with window configurations 
best suited for high average power transmission.    Other phenomena believed to be re- 
sponsible for window failure under the adverse operating conditions experienced in the 
field were also to be investigated.    These include the effects of multipactor,   strong mag- 
netic fields, variations of gas pressure and the relative merits of various gaseous or 
liquid dielectrics used for cooling of window assemblies. 

B. Fourth Quarter Objectives 

The work scheduled for the fourth quarter placed major emphasis on high 
power testing of window assemblies in a windowtron and the continued fabrication of new 
windows.    The windowtron is composed of two vacuum-tight windows connected by an 
r-f vacuum-tight, bakeable flange.    The region between the windows is continuously 
pumped with a 5 liter Vaclon    pump to maintain the vacuum,   and the entire evacuated 
region is monitored visually through a single crystal transparent sapphire window.    This 
window was scheduled to be tested separately in a nitrogen pressurized atmosphere to 
maximum power before use in the windowtron.    The first double disc air cooled window 
was also tested in this manner. 



With this latter window an evaluation of the effects of air cooling was to be 
made.    Two assemblies of this type were fabricated and tested to failure under high 
power.    Several other double disc FC-75 cooled windows made using both AL400 and 
AL300 ceramics were also scheduled for completion.    However, because of unexpected 
difficulties in brazing vacuum-tight and FC-75 tight assemblies, only two were completed. 
One of these was tested to failure under high power.    The other remains to be tested 
during the fifth quarter. 

The windowtron was intended not only as a device to test windows under 
more nearly actual operating tube conditions, but as a means of experimenting with and 
investigating multipactor phenomena.    No multipactor was seen to occur in any of the 
tests to date,  and as yet no attempts have been made to induce it.    It is hoped that time 
and circumstance will permit this phase of work during the next quarter. 

In addition to the fabrication and testing portion of this study, the comple- 
tion of computer programs for the analytic solution of both the thin disc type and the 
half-wavelength block windows was scheduled.    This objective has been met, and the 
results appear to be as useful as expected, particularly with respect to the block 
window.    It has been shown that the computer can predict almost exactly what bandwidth 
or impedance niatch can be expected of a given block window as a function of frequency. 
The solution for the thin disc type window also came close to actually measured results, 
but the accuracy was not as great.    Detailed discussion appears in Section II. 



SECTION II 

TECHNICAL PROGRESS OF PROGRAM 

2-1. GENERAL DISCUSSION 

A. Conferences 

Mr.  Dirk Bussey,  Rome Air Development Center's contract engineer, 
visited Varian Associates' laboratories in Palo Alto,  California,  on June 19th to appraise 
contractual progress and to discuss the work remaining for the final quarter of this 
contract. 

B. Window Synthesis by Computer Solution 

In order to eliminate many of the tedious, time consuming and expensive 
steps involved in designing high power waveguide windows,  a method for designing them 
with the use of a computer was suggested and outlined.1 

Briefly,  a multiple matrix equation can be defined where each of its com- 
ponents is a discreet discontinuity or region which can be specified in terms of lumped 
impedances or admittances.    It was shown that by using the transmission parameters of 
the resulting matrix product,  the reflection coefficient or VSWR can be obtained as a 
function of frequency or any other variable as desired. 

1.      Block Windows 

The first solution successfully run was for the beryllium oxide half 
wavelength window discussed in the third technical note.2    Computing a theoretical solu- 
tion for this particular window provided a good check on the predictability of the window 
match. 

A sketch showing the actual dimensions of the assembly as it was tested 
is shown in Figure 1(a) and a sketch of the model is shown in Figure 1(b).   The transmis- 
sion parameter matrix,  Ta,  is due to a symmetric inductive iris.    The equation for this 

3,4 shunt element is readily available in several references '     and is 
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FIGURE 1 
BERYLLIUM OXIDE WINDOW ACTUAL AND COMPUTER MODELS 



where 

a = waveguide width 

\g = waveguide wavelength 

A. = free space wavelength 

d = distance separating inside edges of iris pair 

When used with the definition5 for the transmission parameters of a 
shunt element,  Ta is 

T 

g 
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B 
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1 + 
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T1"' is defined similarly. 

It has been shown1  that for a dielectric loaded waveguide, whether air 
or ceramic filled, the transmission parameter matrix is 

e  ■" 0 

Lo J/3L 

where h- &] 
1/2 

27r 
(TE10  MODE) 

and L ;   the length of the guide section.    The magnitude of ß is calculated by the com- 
puter given the proper values of input data such as the relative dielectric constant, 
tK,   etc. 

the form 
It has also been shown    that the matrix for a dielectric interface has 

1 + K       1 - R 

T   = 
1 - R       1 + R 



where 
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^1 (t)' 
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1     \2a/ 

(TE1    MODE) 

A complete listing of the entire program,  as well as an explanation of 
some of the symbols used to identify the variables shown in the above equations,  is 
presented in the Appendix.    However, no attempt is made to explain the intricacies of 
the Fortran language. 

The characteristic VSWR curves for the beryllium oxide window of this 
example are shown in Figures 2 and 3.    The unbrazed cold test curve made on this 
window with moveable irises is shown in comparison with the computed results in 
Figure 2.    The curves are not exactly alike, but considering that tolerance build up 
and unsoldered joints could cause several deviations from the ideal case, it would seem 
that the computed results are very good. 

Figure 3 illustrates the VSWR curve of the completed vacuum-tight 
window which was tested in the resonant ring.    The dimensions of this window varied 
slightly from the ideal case and are shown in the sketch of Figure 4.    Another factor 
which could cause considerable variation from the computed results is small deviations 
in the ceramic dielectric constant. 
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FIGURE 4 
VACUUM-TIGHT BERYLLIUM OXIDE WINDOW DIMENSIONS 
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Figure 5 illustrates the usefulness of the computer solution in another 
way.    Here is shown the effect of varying the dimension parameters by means of a 
"DO LOOP" within the program.    The iris gap width is varied over a plus and minus 
range with a resulting variation in the impedance match.   Any or all of the dimensions 
can be similarly varied over a range to establish where the very broadest bandwidth 
possible can be obtained. 

Hand plotting of these curves can be eliminated by feeding the com- 
puter output to a subroutine which will give an automatic print out of all curves.   A 
typical computer run for this program using the IBM 7094 machine takes . 02 to . 04 
hours at the current service organization rate of $575 per hour.    By varying several 
dimension parameters within one given run,  up to 200 variations of a window design 
have been obtained for less than $25. 

Other information easily extracted from such a computer run is the 
actual susceptance value of the irises used and the thickness of the block window at 
each frequency.    Figure 6 gives the block size as a function of frequency for beryllium 
oxide with relative dielectric constant of 6. 5 and is useful for quick reference in de- 
sign work. 

2.      Disc Windows 

Toward the end of the third quarter of this contract, initial results 
from the computer solution for the thin disc windows were obtained.    It was indicated 
in the third technical note   that an error existed either in the measurement of the 
abrupt transition impedances or in the mathematical model. 

During this reporting period it was determined that the error was in 
the method of measurements specifying the transmission parameter matrix for the 
window input and output transitions.    The method used,  as discussed, was rather devi- 
ous and it is recommended that the method given by Storer, et al.7  be used.    These 
measurements are time consuming, when done over a wide frequency band, but they 
need only be done once for any given size of transition and can be used ivneatedly in 
similar designs. 

The values for the 1.4-inch to WR112 transition scattering coefficients 
are given in Figure 7.    These were measured using the techniques referenced above 
and averaged according to the semiprecision procedures defined by Felsen and Oliner.8 

The measured data are plotted and a smooth curve is drawn through the points.    The 
actual values of coefficients used are those read from the smooth curve so that no 
single point of measured data can affect the final results in an inordinate manner. 
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as 
These data are then fed into the computer with Ta and Tk being defined 

T    a  _.   s        
Sll S22        T    k 

a   =  _22   =   _ k 
12      -   S12  "    -     21 

T    a   =   . !ü   =   .  T    k 

21 S22 12 

T    a   =   ^-  =   T    k 

22 S 22 

The curves for a typical thin disc window with abrupt WR112 to circular 
waveguide transitions were computed.    One comparison between measured and com- 
puted data is shown in Figure 8.   The actual curve shows a sharp resonant mode spike 
at 9. 2 kMc and then falls again to a low value of VSWR, whereas the computed curve 
shows a continual rise in VSWR at that frequency.   Agreement between results to that 
point is reasonably good and the best explanation of the divergence at the higher end of 
the frequency band is that the cylindrical section of waveguide is propagating in a TM 
mode.9    Although the TM;Q mode is cut off at 10270 Mc in this size waveguide, the 
fact that the guide is partially dielectric filled probably lowers the cutoff frequency. 

Propagation of this mode, of course, is very undesirable because it 
would be accompanied by normally directed electric fields at the face of the window 
itself.    Multipactor could result and concentration of transmitted power density at the 
two off-center nodes characteristic of this mode would cause premature failure of the 
dielectric.    Several thin disc windows have failed from what appears to be overheating 
in two regions just above and below the axis of the cylinder as sketched in Figure 9. 

To test the validity of the computer solution further, preliminary tests 
were made on a full wavelength long thin disc window. There were two reasons for do- 
ing this. 

A full wavelength window would reduce the possibility of transmission 
of the TM or other higher order modes.   Also, it was felt that the proximity of the 
ceramic to the abrupt transitions would cause error to be introduced in the computed 

13 
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solution because of fringing field effects during the transition from the TE^Q to TEn 
modes.    Of course, the increased length would decrease the bandwidth and this is just 
what happened (see Figure 10). 

These curves illustrate measured and computed results for the same 
window, where the computed result was selected from several to conform as near as 
possible to measured one.    The difference in the two models is 0. 080 inch in the space 
between window face and transition.    The calculated result was obtained using 
Lb = 1. 040 inches where Lfo was 0. 960 inch in the actual window.    This represents an 
error of less than 8 per cent.    Despite the error the solution is useful and further 
work may reveal where the error lies and effect its removal. 

FIGURE 9 
ILLUSTRATION OF CERAMIC FAILURE DUE TO 

TRANSMISSION OF TM11 MODE 

15 
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2-2.       WINDOW CONSTRUCTION AND HIGH POWER TESTING 

A. Single Disc Alumina Windows 

Until this time during this window study no effort has been directed to 
building and testing the conventional Symons-type single thin disc window using ordinary 
aluminum oxide.    There are two reasons for pursuing this objective now. 

As discussed in the window synthesis section of this report, the TM modes 
are more likely to propagate when the diameter of the cylinder is large.   It follows 
that a reduction in diameter would move the cutoff frequencies of these modes to a 
higher frequency,  decreasing the likelihood of breakdown. 

The cost of single crystal zero degree cut sapphire discs can be reduced 
25 to 35 per cent by decreasing the diameter from 1.4 inches to 1.250 inches.    The 
latter size sapphire discs are also more readily available.    One more factor influenced 
the decision to test 1. 250-inch diameter AL300 windows.    In the preparation of the 
sapphire for brazing vacuum-tight assemblies, new molybdenum keepers,  stainless 
steel spaces,  etc. ,  had to be prepared.    To test these new parts for exact dimension 
change under high temperature brazing conditions, relatively cheap alumina discs 
were used.   At this time two each of the sapphire and AL300 windows are vacuum tight 
and are being prepared for final brazing to waveguide sections. 

The cold test results for the AL300 window are shown in Figure 11.    The 
bandwidth under 1. 2 VSWR,  as shown, is very large and in fact is under 1. 07 for the 
entire 7.05 to 10.0 kMc, WR112 frequency range.      Unfortunately resonant ghost modes 
interrupt this bandwidth at various intervals.    These modes have been identified by 
needle perturbation techniques as being the TEm,  TMQIO,  TE211 - TMm and TE^n 
arranged in ascending order of frequency.    The TEm mode is the orthogonal counter- 
part of the TE11 transmission mode and is very easily excited by any disymmetry in 
the waveguide.    The TMQIO mode is loosely coupled and often is difficult to excite. 
The TE2i)i - TM^^l modes are degenerate (both exist at the same frequency) and are 
the hardest modes to excite.    They are not normally excited in thin disc windows.    The 
last mode, the TE311, tends to be the most strongly excited one and has the most pro- 
nounced effec': on the reflected power.    Since it always exists at the high end or beyond 
the high end of the band in normally used waveguide diameters,  its presence can usually 
be dicregarded. 

High power windowtron tests will proceed on at least two assemblies of 
this type during the next quarter. 

B. Single Thin Disc Sapphire Windows 

The 1.4-inch diameter single crystal, zero degree cut synthetic sapphire 
window reported on in the previous quarter was tested in several different ways during 
this reporting period. 
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FIGURE 13
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First, in order to get a good comparison between high power tests previ- 
ously performed with windows pressurized on both sides, this window was also pres- 
surized to 35 psi of nitrogen.    Power was increased in 20 kw increments and allowed 
to remain at each new level for periods up to one-half hour.    Calorimetric measure- 
ments of power dissipation were made and are shown in Figure 12.    The maximum 
power transmitted through the window was 275 kilowatts cw over a period of about 
three hours.    Tests were discontinued at this power level because no additional ring 
drive power was available. 

The very satisfactory performance of this window allowed its use as part 
of the high vacuum testing windowtron.    All the windowtron tests performed and yet to 
be described were made with this window.    During the last of these, while testing this 
window in series with the broadband beryllium oxide assembly,  a very small leak de- 
veloped at one point in the sapphire disc-to-metal seal.    There had been no visible 
damage to the sapphire itself.    During subsequent removal of the waveguide sections, 
the sapphire disc cracked across its diameter beginning at the point which appears to 
be a small burned area on the power input, pressurized side of the window as shown 
in the photographs of Figure 13.    Closer inspection of this region showed a very slightly 
pitted hemisphere about 0. 010 inch in radius on the copper immediately adjacent to 
the sapphire. 

Assuming the crack's position is not just a coincidence, it could be con- 
cluded that a small strain developed in the sapphire in this plane.   A sketch of the 
crystal structure (Figure 14) shows that the crack is not in the direction of any of the 
crystal stress boundaries previously photographed. 

FIGURE 14 
SKETCH OF SAPPHIRE WINDOW SHOWING STRESS 

BOUNDARIES AND CRACK ORIENTATION 

21 



Because this vital half of the windowtron failed, tests have been temporarily 
halted.   Additional disc sapphire windows were already in the process of being fabri- 
cated, however,  and no further delay is anticipated.    The new 1. 250-inch diameter 
sapphire windows will have dimensions identical to that of the single disc alumina 
versions discussed in the previous section.    The VSWR characteristics can be seen 
in Figure 15.    These, too,  are very similar in every respect to the alumina window. 

C.    Double Thin Disc Windows 

1.     Aluminas 

Two double disc, conical transition-type windows were tested under 
high power during the third quarter.    Both failed at identically the same power level, 
100 kilowatts, although the test conditions were not identical. 

The first one was to be tested with pressure on both input and output 
power sides of the window.   Again this was planned in order to make performance 
comparisons between this window and all the other windows  similarly tested. 

The experimental procedure decided upon was to increase the power 
level slowly to 100 kilowatts cw with stationary air between the discs, and at the same 
time measure the power dissipation in the water-cooled window jacket.    Once at the 
100 kw level, the procedure was to have been repeated with clean high pressure air or 
nitrogen blowing across the inside faces of the discs, again repeating the dissipation 
measurements.    This procedure would give a fairly accurate measure of the effective- 
ness of air cooling waveguide windows. 

After attaining the 100 kw level for several minutes, however, the 
window unmistakably failed.    Both ceramic discs cracked simultaneously, one of them 
obviously because of over heating.    The melted remains of both discs of this window 
are shown in the photograph of Figure 16.    Note particularly that the major portion of 
the shattered effect resulted from removing the window from the waveguide sections. 
The dissipation curve is shown in Figure 17. 

The failure of this window at such a low power level was very disap- 
pointing when viewed in the light of the several considerations that went into its design.11 

The first reaction was that perhaps it had been an accident.    Hence, a more cautious 
implementing of a similar test procedure was followed for another identical window. 

The waveguide on either side of the window cylinder was cooled by 
water and heat dissipation monitored constantly.   At each new power level, measure- 
ments were made of the heat dissipation in the water jacket with and without a high 
pressure nitrogen flow between the dual discs.    In this way the amount of heat carried 
away by the gas was separated out from the amount carried away by the water. 
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FIGURE 16 
DISASSEMBLED DOUBLE DISC WINDOW NO. 1 CERAMICS 

SHOWING HIGH TEMPERATURE FAILURE 
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Figure 18 shows that about 10 to 12 per cent of the heat was removed by the air. 
Obviously this method of cooling is not nearly as effective as it needs to be, because 
the window also failed at 100 kw. 

One additional difference existed in this test compared to any of the 
previous ones.   A vacuum of 10-6  Torr was maintained on one face of the window with 
power being transmitted from the vacuum side through the window to the pressurized 
side.    The evacuated region was viewed through the transparent sapphire disc.   At the 
power level attained, no multipactor or arcing was seen.   Very small hot spot specks 
were seen in the AL300 discs at the higher power levels.    Random points in the evacu- 
ated region which were probably pieces of lint or dust also glowed even at low power 
levels like 10 kw.    The vacuum side window failed as shown in Figure 19,  but the pres- 
surized side was undamaged. 

No further tests on this type of window are planned during the remainder 
of this program.    This is warranted because of the relatively low average power level 
at which failure occurs.    The conical transition window may have possibilities when 
made with sapphire discs or used with high peak power pulsed systems.    However, 
these aspects do not fall within the scope of this program. 

Fabrication and testing of double disc FC75 cooled windows were re- 
sumed during this quarter.    One assembly, very similar to the assembly tested to 
180 kilowatts, 12 failed at 90 kilowatts.    This window has been improved by thickening 
the discs by about 17 per cent, which would theoretically increase the fracture pressure 
by 36 per cent. 

This failure is considered to be very premature.    The power dissipa- 
tion curve of Figure 20 shows that 12 watts were dissipated per kilowatt transmitted, 
whereas the previous window dissipated 7. 5 watts per kilowatt.    No good reason exists 
for this difference.    Photographs of the failure (Figure 21) show two very heavily 
melted areas on the power output window, while the power input side (bottom) is still 
vacuum-tight.    Chemical analysis of the very hard glassy deposits seen up to 20 inches 
away from the window and down the waveguide after the failure showed a predominance 
of silicon,  aluminum and magnesium.    The appearance of the deposits and the con- 
stituents indicate a very high temperature was obtained near the window. 

Since this type of window can be broadbanded over such a wide mode- 
free region,  further testing of more assemblies is planned.    Some difficulties have 
been experienced in brazing vacuum-tight windows and are largely due to the multiple 
braze runs required to mount the strengthening hoops.    Five more double disc alumina 
windows are in preparation for test,  two of which will not have the strengthening hoops. 
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FIGURE 19
DISASSEMBLED DOUBLE DISC WINDOW NO. 2 SHOWING 

FAILURE (VACUUM SIDE DISC ONLY)
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FIGURE 21
DISASSEMBLED FC/5 COOLED WINDOW SHOWING HIGH 

TEMPERATURE FAILURE (PRESSURIZED SIDE FAILED)



D. Half-Wavelength Beryllium Oxide Windows 

Testing of the broadband beryllium oxide window (dimensions as shown in 
Figure 4) is still in progress.   As indicated in the discussion of the sapphire window, 
these two assemblies were connected in series to form a windowtron.    The seal of the 
sapphire window failed at 170 kilowatts (7727 Mc), causing a temporary halt to the 
test.    This leak was sufficiently small that a 5 liter pump could hold a 5 x 10_5 Torr 
vacuum.    As power increased through the window, heat expansion caused the leak to 
become worse, until the whole evacuated region ionized at about 5 x 10-4 Torr.    Be- 
fore the leak was sprung the vacuum varied from 5. 5 x lO-7  to 2.6 x 10~6 Torr with 
increasing transmitted power.    The windowtron had not been baked out prior to the 
high power test.    It is believed that bakeout will not be necessary if continual Vaclon 
pumping is used, because cleanup of the evacuated region will be accomplished by the 
pumping action. 

No multipactor was seen at the 170 kw level.    In tests planned for the next 
quarter multipactor will be induced if necessary in the test windows which have been 
first tested to 250 kilowatts or to the limit of the ring drive power. 

Figure 22 illustrates the. total power lost in the windowtron including 13 
inches of connecting waveguide.   About 15 to 18 per cent of the loss is due to the 
sapphire,  25 to 35 per cent due to the beryllium oxide and the rest is in the waveguide. 

E. Resonant Ring Performance 

During the latter part of the third quarter, v/ork was started to modify the 
resonant ring so that a longer test assembly could be tested.    Until that time only 
single windows had been tested and the ring had been pressurized with nitrogen gas to 
inhibit breakdown.    The maximum test length was approximately 5 inches.    The new 
phase of work and testing with windowtrons required at least twice that length. 

In order that the overall electrical length of the ring would not be increased 
and lead to degrading of the excellent gain characteristics, it was necessary to reduce 
sharply the radius of the connecting 90 degree bends.    In this way several inches of 
test piece length were gained.    Li addition,  another viewing port was added to enable 
visual monitoring of both the power input and output ends of the test window or windowtron. 

A technique learned from experience with the S-band evacuated ring was 
also applied to the reworked X-band circuit.    Each ring component was matched,  if 
necessary, by small inductive irises, down to a VSWR of 1.02 or less.    The entire ring 
VSVVR was then checked by inserting a slotted line in place of the test section.    The 
overall VSWR in the 7750 Mc range was also under 1. 02. 

Subsequent high power testing has shown that these precautionary steps have 
greatly improved the stability and overall performance of the resonant ring.    The fre- 
quency control is now not nearly so sensitive as it had been, nor do heating effects at 
high power levels unbalance the circuit as readily as before. 
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SECTION III 

PROGRAM FOR NEXT QUARTER 

The remaining time left to this program will be devoted largely to testing at 
least twelve more window assemblies.    Fifteen assemblies are in preparation, but 
three of these are for backup purposes. 

In addition to the broadband beryllium oxide window already tested to 170 kilo- 
watts and scheduled for further testing, two similar windows are also nearing comple- 
tion.    The only difference in these is block length. 

Two sapphire single discs are vacuum-tight and will be used to form the other 
half of the windowtron in which all the remaining windows will be tested to maximum 
power.    Two single disc AL300 windows discussed in the main body of this report are 
also very nearly completed. 

Altogether there are seven dual disc FC75 cooled aluminum oxide windows in 
preparation. Five of these will definitely be tested, while the remaining two will be 
held for use if necessary. 

One dual disc beryllium oxide window is also in preparation but has not yet 
been brazed to a vacuum-tight cylinder.    If the brazes are successful,  high power test- 
ing will also be performed on it. 

Once enough statistical data have been obtained from high power windowtron 
testing of the above windows, multipactor can be induced in the evacuated region.    This 
will be done on the windows which have withstood maximum transmitted power and 
have not failed.    Such a test procedure should give valuable information about the harm- 
ful effects on the dielectric and the amount of dissipated energy caused by multipactor. 
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APPENDIX 

COMPUTER PROGRAMS FOR WAVEGUIDE WINDOW SYNTHESIS 

It has been shown that the computer program to synthesize waveguide windows, 
using the product of a multiple matrix equation,  is able to predict dimensions of such 
windows.   Actual listings of the Fortran II statements comprising this program follow, 
along with explanations of the use of input data and the symbols defining the parameters. 

I. HALF-WAVELENGTH BLOCK WINDOW PROGRAM 

A.     Fortran II Statements 

C V/SRIAN ASSOCIATES 
C HIGH POWER RF IklNDQK STUDY FOR RADC 
C SEVEN MATRIX SCLUT1CN FOR HALF WAVELENGTH ELCCK WINDOW USIMG 
C EQUALLY SPACED SYMMETRIC IBISES ON EACH SICE CF CERAMIC BLOCK 
C BERYLLILI" OXIDE HALF WAVELENGTH ELCCK WINCCW 
C RELATIVE DIELECTRIC CCNSTAIvT CF 6.5 

I DIMENSION T(2,2),3(14,2) ,P(2,2) 
3 READ INPUT TAPE 5,1001,A,£ 

1001 FORMAT (2F7.4) 
4 WRITE OUTPUT TAPE 6,1002,A,E 

1002 FORMAT (1H1,26HWAVEGUI DE BROAD DIMENSI0N=,F7.4,5X, 
12ÜH0IELECTRIC CONSTANT=,F7.4) 

5 READ INPUT TAPE 5,1003,FLO,FHI,OELTAF,DALO,DAHI,OELTDA,XLBLO, 
IXLBhl,0ELTLB,XLF 

1003 FORMAT (ICFö.S) 
WRITE OUTPUT TAPE 6 , 1004,FLO,FHI,DALO,DAH1,XLBLO,XLBHI,XLF 

1004 FORMAT (1H1,4HFL0=,F7.4,5X,4HFH1=,F7.4,5X,5HDALO=,F7.4,5X,5HOAH1=, 
lF7.4,5X,5HLBLO=,F7.4,5Xf5HLBHI=,F7.4,5X,3HLF=,F7.4) 

100 N= (FHI-FLO)/DELTAF + 1.1 
00 20 Nl= 1,N 
FN1= Nl-1 
FREQ= FLO * (DELTAF • FN1) 
K= (DAHI-DALG)/ DELTDA + 1.1 
DO 20 Kl = 1,K 
FK1=K1-1 
DA= DALO + (DELTDA«FK1) 
M= (XLBHI - XLBLO/OELTLB + 1.1 
DO 20 Ml= 1,M 
FM1= Ml-1 
XLB= XLBLO + (DELTLB»FM1) 
C=ll.80216 
XLAMOF = C/FREQ 
SFAC= (XLAMDF/(2.0»A))»«2 
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ROOTO= 
RCCT1= 
PIFAC= 
fiB = P 
BJ = B 
Rl= RC 
R2= RC 
BF= PI 
XLANOG 
XLAMDI 
BLOCKL 
PI = 3 
COMPUT 
ARG1=( 
COT = 
SFAC2= 
RC0T2= 
CORFAC 
SLSNCR 
SUS= ( 
Yl = S 
COMPUT 
S( 1.1 ) 
S(2,2) 
S(1,3) 
S( 1,^.) 
S(2,3) 
S(2,AJ 
S(3,l 
S(4,2) 
S(3,3) 
S(A,A) 
S(5.1) 
S(6,2) 
S(5,2) 
S(6,l ) 
5(7,1) 
S(8.2) 
5(7,3) 
5(8,A) 
5(9.1) 
5(10.2 
5(9,2) 
5( 10. 1 
5(11.1 
5(12,2 
5(11,3 
5(12,A 
5(13,1 
S(1A,2 

FOR WR112 WAVEGUIDE 

SQRTFd.O - SFAC) 
SORTF(E - SFAC) 
6.2831852/XLAMDF 
IFAC«ROOTO 
B 
OT1/ROOTC 
CTO/RCOT1 
FAC»RQ0T1 
= XLAMDF/ROOTO 
= XLAMDF/ROOT1 

= XLAMDI/2.0 
.1A15926 
E SU5CEPTANCE VALUES 
PI»nA)/(2.0»A) 
(COSF(ARGl))/(SINF(ARGl)) 
((0.6666 7«A)/XLAMOF)»«2 
SORTF(1.0-SFAC2) 

= 1.0 > ( (0.75/R00r2) -0.75)«(SINF(PI«OA/A))«»2 
= (CnT««2 )/CORFAC 
SU5NOR»XLAVDG)/A 
US/2.0 
E COEFFICIENTS OF MATRICES FCR RECTANGULAR BLOCK 
= 1.0 

= 1.0 
= Yl 
= Yl 
= -Yl 
= -Yl 
COSF(XLB»BB) 

= 5(3,1 ) 
= -SINFC XLB»BB) 
= -S(3,3) 
■ 0.5«(1.0 ♦ Rl) 
= 5(5,1) 
= 0.5»(1.0 -Rl) 
= 5(5,2) 
= COSF(XLF»BF) 
= S(7,l ) 
= -5INF(XLF»BF) 
= -5(7,3) 
= 0.5*(1.0 ♦ R2) 

) = S(9, 1) 
= 0.5»( 1.0 - R2) 

) = 5(9.2) 
) -   5(3.1) 
) = S(ll .1) 
) = 5(3.3) 
) = -S(11.3) 
) = 1.0 
) = 1.0 

WINDOW 

) = 
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S(13,3) = Yl 
S( 13,A) = Yl 
S( 1^,3) = -Yl 
S(U,^) = -Yl 

1005 FORMAT (1H ,2F20.8,15X,2F20.8) 
C     MULTIPLY COMPLEX MATRICES 

WRITE OUTPUT TAPE 6, 1006 
1006 FORMAT (1H0,40HCCEFFICIENTS AFTER MATRIX MULTIPLICATION) 

T( 1,1)= (1.0,0.0) 
T(l,2)= (0.0,0.0) 
T{2,1)= (0.0,0.0) 
T(2,2)= (1.0,0.0) 
DC 10  J=l,13,2 
P(l,l>= T( 1,1)»S(J,l) + T(I,2)»S(J + 1,1) 
P(l,2)= T(1,1)»S(J,2) ♦ T(1,2)«S(J*l,2) 
P(2,l)= T(2,1)»S(J,l) + T(2,2)»S(J+1,1) 
P(2,2)= T(2,1)«S(J,2) ♦ T(2,2)»S(J+1,2) 
T(l,l) = P(l,l) 
T( 1,2) = P(l,2) 
T(2,l)= P(2,l) 

10 T(2,2)= P(2,2) 
WRITE OUTPUT TAPE 6,1005,T(1,1) , T( 1, 3 ) , T(1,2),T(1,A ) , 

I T(2,l),T(2,3) ,T(2,2),T(2,A) 
RHO= SQRTF((T(2,l)»«2 + T(2,3)••2)/(T(2,2)••2 ♦ T(2,A)»*2)) 
VSWR= (1.0 + RH0)/(1.0 - RHO) 

20 WRITE OUTPUT TAPE 6,1007,FREO,OA,XLB,V SWR,BLOCKL,SUSNOR,SUS 
100 70 FORMAT (lH0f5X,<fHWITH,5X,5HFREQ=,F5.2,5X,3HDA = ,F6.4t5X,3HLB=tF6.'», 

15X,5HVSWR=,F8.5,5X,7HBL0CKL=,F7.5,5X,7HSUSNCR=,F6.A,5X,4HSUS=, 
2F6.A) 
GO ^10 5 

»     DATA 

B.     Input Data Definitions 

A   =   broad dimension of waveguide 

E   =   relative dielectric constant of the ceramic 

FLO   =   low end of frequency range 

Fill   =   high end of frequency range 

DELTAF   =   increment of frequency 

DALO   =   iris gap width minimum 

DAHI   =   iris gap width maximum 

DELTDA   =   iris gap width increment 
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:: 

XLBLO   =   minimum distance between iris and window face 

XLBH   =   maximum distance between iris and window face 

DELTLB   =   incremental distance between iris and face of window 

XLF   =   thickness of window used 

In this example, only two input data cards have been used,  and each has 
been read by separate "read" statement.    However, before the computer goes to the 
"end" statement and shuts off,  it will return to statement 5 to check whether additional 
data cards are available.    In this way several completely different windows can be run 
provided the same size waveguide is used and the dielectric constant has not changed. 

The input dimension ranges of iris gap size,  spacing between iris and 
window and frequency range will generally be known by the designer to some approxima- 
tion.    This is all that is necessary to be given to the computer. 

C.     Symbol Definitions 

C   =  velocity of light in inches per second 

XLAMDF   =   free space wavelength 

Since the term     ^R _   (2a/      shows up in several places,  it is given the 

name of ROOT 1 and is used to calculate 

Ao 
v eR      ' 2a/ . nr        2n      f~      /Ao \2 

1    f^Ji 
where 

\ 2a 

\o-z 

2a 

^W) 
2n 
Ao 

=   SFAC 

ROOTO   =   SQRTF (1.0-SFAC) 

PIFAC 

and ßf   =   PIFAC * ROOT 1 
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Equation (1), page 3, is similarly broken up into components and defined. 
In the calculation of the shunt sesceptance values. 

TTd 

2a 

(tr = 

ARGI 

SFAC2 

/-(S)2 = ROOT2 

DA   =   iris gap width 

1 + 3/4 )       1 - 1     sin2   —   =   CORFAC 
v2 I a y^W) 

f- = sus 
o 

B    _a_ 
Y     Xg 

o 

B 
2Y 

SUSNOR 

also 

^b; =   BB 

^3    = 
=   BJ 

^f    = 
=   BF 

II. THIN DISC WINDOW PROGRAM 

The computer program for thin disc windows is very much like its counterpart 
for block windows.    However, this one was compiled for an eleven matrix equation 
allowing computation for double thin disc windows with dielectric coolant between discs. 
Many of the variable names are also the same.    The input data for the scattering matrix 
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of T   are in terms of a magnitude and an angle as measured.    The computer puts it in 
the complex form of 

W(l)   =  AMP11 * COSF(THETll) 

which is the real part of S^.    The values of both the scattering matrices and the trans- 
mission parameters are printed out along with the desired impedance match information. 

A.     Fortran II   Statements 

• WAVEGUIDE WIKDCW SYNTHESIS FOR FLOYD JOHNSON VÄRIAN JO 19094 
• XEQ 
• LABEL 
CTCWSYN   ELEVEN MATRIX SOLUTION FOR SYHONS TYPE THIN DISC WINOOV 
C IN FORTRAN 2 LANGUAGE 
C     WINDOW STUDY R.A.D.C 
C     ALUMNUM OXIDE RELATIVE DIELECTRIC CONSTANT OF 9.34 
I     DIMENSION T(2t2).S(22,2).P(2,2) 

DIMENSION W1(2),W2(2),W3(2 ) 
3 READ INPUT TAPE 5,1001,Dl,D2,El,E2 

1001 FORMAT (4F7.A.) 
A WRITE OUTPUT TAPE 6,1002,Dlt02fE1,E2 

1002 FCRMAT (1H1t3H01=,F6.3,5X,3HD2=,F6.3, 5X,3HE1 = ,F6.3t5X,3HE2 = ,F6.3) 
READ INPUT TAPE 5,1013,XLBLO,XLBHI»DELTLB,XLDLOtXLDHI»DELTLD 

1013 FCRMAT l^F7.4) 
WRITE OUTPUT TAPE 6,1014,XLBLC.XLBHI,DELTLB,XLDLO,XLDHI,DELTLD 

101A FCRMAT (1H0,5HLBLO=,F6.3,5X,5HLBHI=,F6.3,5X,7H0ELTLB=,F6.3t5X, 
15HLCL0=,F6.3,5Xt5HLDHI=,F6.3,5X,7HDELTLD=,F6.3) 
REAC INPUT TAPE 5,1013,XLFLO,XLFHI.DELTLF,XLKLO,XLHHI,DELTLH 
WRITE OUTPUT TAPE 6,1015,XLFLC,XLFHI,DELTLF,XLHLO,XLHHI,DELTLH 

1015 FCRMAT (1H0,5HLFL0=,F6.3,5X,5HLFHI=,F6.3,5X,7HDELTLF*,F6.3,5X, 
15HLFL0=,F6.3,5X,5HLHHI=,F6.3,5X,7HDELTLH=,F6.3) 

5 REAC INPUT TAPE 5,1003,FRE0,AMP11,THET11,AMP12,THET12,AMP22,THET22 
1003 FCRMAT (7F7.4) 

6 WRITE OUTPUT TAPE 6,1004,FREQ,AMP11,THET11,AMP12,THET12,AMP22, 
1THET22 

1004 FCRMAT (1H1,5HFRE0=,F5.2,5X,6HAMP11-,F7.4,5X,7HTHET11=,F7.4,5X, 
16HAMP12=,F7.A,5X,7HTHET12=»,F7.4,5X,5HAMP22 = ,F7.4,5X,7HTHET22 = , 
2F1.*,) 
W1{1)= AMP11»CCSF(THET11) 
Wl(2)= AMP11»SINF(THET11) 
W2(l)= AMP12»C0SF(THET12) 
W2(2)= AMP12«SINF(THET12) 
W3(l>« AMP22«CCSF{THET22) 

150 W3(2)= AMP22»SINF(THET22) 
25 WRITE OUTPUT TAPE 6,1011 

1011 FCRMAT (1H0,A9H ABRUPT TRANSITION SCATTERING MATRIX COEFFICIENTS) 
30 WRITE OUTPUT TAPE 6,1008,M1(1),W1(2),W2(1),W2(2),W3(1),W3(2) 

1008 FCRMAT (1H ,5X,6HW1(1»=,F9.5,5X,6HW1(2)=,F9.5,5X,6HW2(1)=,F9.5, 
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15>,6HW2(2) = ,F9.5,5X,6HW3(1 )=,F9.5,5X,6HW3(2)»,F9.5) 
I     SC1,1)= W2 - (W1»W3/W2) 
I     S(1.2)= W3/U2 
I     S(2tl>= -hl/W2 
I     S(2,2)= (1.0,0.0)/W2 

AO WRITE OUTPUT TAPE 6,1009 
1009 FCR^AT tlH0f5X,A2H ABRUPT TRANSITION TRANSMISSION PARAMETERS) 

50 WRITE OUTPUT TAPE 6,1010,S(1,1),SJ1,3i.S(1,2),S(1,4), 
1 S(2.1).S(2.3),S(2.2)»S(2,4) 

1010 FCRKAT (1H ,2F20.8.15X,2F20.e) 
0=11.80216 
XLA^OA^ C/FREQ 
RFAC1 = (0.58612»XLAMDA/D1»••2 
RFAC2 = (0.58612»XLAMDA/02)«»2 
R00T1 = SQRTF(l.O-RFACl) 
«C0T2 =» SGRTF(El-RFACl) 
RC0T3 « SQRTF(E2-RFAC2) 
PIFAC» 6.2831852/XLAMOA 
BB- PIFAC«RC0T1 
80^  1>IFAC«R00T2 
BF^   :PIFAC«R0aT3 
6J   -   BB 
B»-   =   BD 
^1= RC0T2/R00T1 
R2= RC0T3/ROOT2 
R3= RCOT2/RCOT3 
-R^= RC0T1/RC0T2 

0 CCHPUTE COEFFICIENTS OF MATRICES FOR THIN DISC WINDOWS 
S{5,1) = 0.5«(1.0 + Rl) 
S(6,2) = S(5,l) 
5(5,2) = C.5«(1.0 - Rl) 
S(6,l) = 5(5,2) 
5(9,1) = 0.5«(1.0 ♦ R2) 
S(1C,2)= 5(9,1) 
5(9,2) = 0.5M1.0 - R2) 
5(10,1)= 5(9,2) 
5(13,1)= 0.5M1.0 ♦ R3) 
5(14,2)= 5(13,1) 
5(13,2)= 0.5M1.0 - R3) 
5(1«,1)= 5(13,2) 
5(17,1)= 0.5M1.0 + R4) 
5(18,2)= 5(17,1) 
5(17,2)= 0.5M1.0 - R4) 
5(16,1)= 5(17,2) 

1 5(21,1) = 5(1,1) 
I 5(21,2) = -5(2,1) 
I 5(22,1) * -5(1,2) 
I     5(22,2) = 5(2,2) 

100 K=(XLBHI - XLBLO/DELTLB ♦ 1.1 
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1006 

DC 
FK 
XL 
XL 
S( 
S( 
SC 
S( 
S< 
S( 
SJ 
S< 
L = 
DC 
FL 
XL 
S( 
S( 
S( 
S( 
Kt = 
DC 
FK 
XL 
S< 
S( 
S{ 
S( 
K = 
DC 
FN 
XL 
S( 
S( 
S( 
S{ 

WR 
F0 
T( 
T( 
T{ 
T( 
DC 
Pi 
PI 
PI 
P( 
T( 
T( 

20 Kl 
1=K1-1 
B= XLB 
J = XL 
3,1) 
A,2) = 
3,3) = 
A,4) = 
19,1)= 
20,2)= 
19,3) 
20,4)= 
(XLDH 
20 L 

1= Ll- 
D= XLD 
7.1) = 
8.2) = 
7.3) = 
8.4) = 
(XLfH 
20 Ml 

1= t*l- 
F= XLF 
11,1)= 
12,2)= 
11,3)= 
12,4)= 
(XLHH 
20 Nl 

1= Nl- 
H= XLH 
15,1)= 
16,2)= 
15,3)= 
16,4)- 
LTIPY 
ITE OU 
RfAT ( 
1.1) = 
1.2) = 
2.1) = 
2.2) = 
10 
,1) 
,2) 
1) 

,2) 
1) 

,2) 

1,K 

J = 

LC 
R 
COS 
S( 
-s 
-s 
S( 
S( 

= s 
-s 

I - 
1 = 1 
1 
LQ 
CO 
S( 
-s 
-s 

I - 
=1, 
1 
LO 
CO 
S( 
-s 
-s 

I - 
= 1, 
1 
LO 
CO 
S( 

-SI 
-s 
COM 
TPU 
1H0 
(1 
(0 
(0 
«1 

1,2 
T( 
T( 
T( 
TI 
(1, 
(1, 

+ (DELTLB»FK1) 

F(XLB»BB) 
3,1) 
INF(XLB»BB) 
(3,3) 
3,1) 
19,1) 
(3,3) 
(19,3) 
XLDL0)/DELTL0 + 1.1 

,L 

+ (DELTLD»FL1) 
SF(XLD«BD) 
7,1) 
INF(XLO»BO) 
17,3) 
XLFLO)/DELTLF + 1.1 

M 

+ (DELTLF«FM1) 
SF(XLF»BF) 
11.1) 
INF(XLF»BF) 
(11,3) 
XLHLOJ/DELTLH ♦ 1.1 

N 

+ 
SF 
15 
NF 
(1 
PL 
T 
,4 
.0 
.0 
.0 
.0 
1, 
1, 
1, 
2, 
2, 
1) 
2) 

(CELT 
(XLH» 
,1) 
(XLH» 
5,3) 
EX MA 
TAPE 
1H CO 
,0.0) 
,0.0) 
,0.0) 
,0.0) 
2 
1)»S{ 
1)»S( 
1)»S( 
1)»S( 

LH»FN1) 
BH) 

BH) 

TRICES 
6,1006 
EFFICIENTS AFTER MATRIX MULTIPLICATION) 

1.1) + T(l(2)»S(J+l,l) 
1.2) + T(1,2)»S(J+1,2) 
1.1) + T (2,2)»S( J-t-1,1) 
1.2) + T(2,2)»S(J+1,2) 
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I     T(2fl)=P(2,l) 
1  10 T(2,2)=P(2,2) 

WRITE OUTPUT TAPE 6,1005,T(1, I), T( 1, 3),T(1,2),T(1,4), 
1 T{2,1),T(2,3) ,T(2,2),T(2,4) 

1005 FORMAT (1H ,2F20.8,15X,2F20.8) 
RHO = SQRTFC(T(2,l)«»2+T(2,3J••2»/ (T(2,2)••2+T(2,4j«»2)) 
VSWR * (1.0*RHO)/(1.0-RHO) 

20 WRITE OUTPUT TAPE 6,1007,XLB,XLDtXLF,XLH,VSWR 
1007 FORKAT {1H0,5X,4HWITH,5X,3HLB = ,F6.4, 5X,3HL0=,F6.4,5X,3HLF=,F6.4, 

15X,3HLH=,F6.4,5X,5HVSWR=,F8.5) 
GC TO 5 
END 

*     DATA 

B.    Input Data Definitions 

Dl   =   diameter of cylinder 

D2   =   reduced diameter of cylinder (as when using supporting hoops) 

El   =   relative dielectric constant of ceramic window 

E2   =   relative dielectric constant of dielectric coolant 

XLB, XLD, XLF, XLH and XLJ are all waveguide section lengths. 

S(l, 1) is the computer notation for T-Q etc. 

Wl   =   VV1(1) + jWl(2). 
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